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XY.XJJ :crn::rx TEST BATCH 
DATE: 

% POUNDS GALWNS 

73.17 2250 076 
I 

t---~~-------+--~C~a~lc~l~·n~e~d~G~yp~su~m~'--------------~--~~~-t--~~~--1-------~ 

l.BB 150 I i 

II 9.76 300 
tl 

4.88 150 I I 

052 

2!.7 

251 

Atta<'el 40 

MiCll F80!" 

442 Talcron CP-44-Jl 4.88 150 
--216 - Hydrated Lime .15 4.5 

(98% minus 
.05 1.5 417 Sodium Citrate 100 ~cs~h~)~~----~--~~~------~~~---------l 

. ( 9b;b minus 
332 Potassium Sulfate 100 mesh) .16 4 to 10 I 

.10 3.0 ·~ I 
• 74 23 I 

453 

166 

Preservative 

Hamaco 277 

330 Polvvinvl Alcohol .71. 23 I 
245 Thickener (Methocel 228) . "9 15 

" 
' 

" ~------------~~T~ffi~t.~L~----------------------4~l~CO~.~O~O---f--~3~07~5~-r--------' 
-~ i 

r------~--------------------~---~-----~-----11 
MANUFACTU:)H:G msmJCIIOllS: 

1. A thorough clean-out with whiting must be made before and after each 
production run. 

2, VIall Texture or Joint Compounds are to be run immediately after a run 
of this product, 

J. Mixing time shall be 8 minutes minirr,um and 12 minutes maximum, 
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PRODUCT nuu;;r::1 ONE DAY WLLETIN NO: J-6303 
v;~y.-::·~LL .:'.:=c~-.s~G;"('l JOINT COl.U'OOND ()A lt: 10/9/'15 
PRODUCTS (NON-ASBESTOS) p;,GE: 1 of 2 

APPROV/cLS: FllOWCX}:G ?L:'U~'T: CAt-JCELS: J-6.30.3 
SEATTLE DATE: J/26/74 

---· 
-

BULLETIN Di':SClU?I'ICN " POUNDS GALLONS ,. I 

I 

076 _C_'! :)._<~J!l'!5! __ Q;yp_sum 17 .l.O 1150 ! . 

I! 052 r_AH.~R~l._!,O 1. 88 150 

li 247 --1~£~~~Seric:_ii::..e) 9.76 300 

I 
, I 

I 251 Mica PBOF 4.88 150 ! I 
- I 442 - ,____!~1cron CP-44-31 4.88 150 --

216 Hydrated Lime 0.15 4.5 

417 Sodium Citrate (98% -100 mesh) 0.05 1.5 

332 Potassium Sulfate (98~ -100 mesh) 0.16 5.0 I 
I 

453 Preservative 0.10 3.0 

166 Hamaco 277 
-t-;74 

23 I 
I 

330 Polyvi!_1Yl Alcohol 74 23 ~~~ 245 Thickener (Methocel 2281 0.49 15 

I 
'I 

' 076 Calcined Gypsum 35.77 1100 II -.~---- -
I i i 

I' 
I 

, I 

I 
l__ ' ' 

TOTAL 100.00 3075 ____ __!I --------- . 

MANUFACTURING IN.STHUCTIONS: I 
l. See Process Bulletin No, J-4. I 
2, A thorough clean-out with whiting must be made before and a f'ter each i 

production TU!l. I 3. Potassium sulfat~ ;nay be ad jus ted bet1.•een 4 to 10 pounds to adjust set, ! 
4. Mixir:g time t=;hall be 8 P.linutes minimum and 12 minutes m~ximum. 
5. Wall Texture or Joint Co;.npoW1ds ore to be run immediately after a run 

Of this product. 
6. Special orders of SL01N SET One Dey Joi.nt Compound can be made by reducine: 

amount of potr:ssiur,1 sulfate (Bulletin No. RlA-J-332) from 4-10 lbs, to 
1-~ lbs. 
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PROWCT BULLETIN 
DRYWALL ACCESSORY 
PRODUCTS 

ONE DAY 
JOINT COMPOUND 
(NON-ASBESTOS) 

APPROVAlS PRODUCING PLANT: 
·SEATTLE 

QUALITY CONTROL: 

Test Method 

TM-1 

TM-3 

TM-'7 

TM-.27 

Viscosity, 150 grn cylinder@ 5 sec. 
200 gm to 120 cc water 

Bond @ 70°F and 40°F 50% RH 

V/orkabili ty 

Vicat Set Time, hours 

a. Fast Set, 300 grn needle 
b. Slow Set, ll gm needle 

300 gm needle 
4t (JOO gm - ll gm) 

SPECIFICATIONS: 

TM-1 

TM-27. 

TM-3 

TM-4 

TM-9 

TM-10 

TM-14 

111.-15 

TJ,!-21 

TM-26 

Viscosi-ty, 150 gm cylinder @ 5 sec. 
200 gm to 120 cc water· 

Vic at Set, 300 gm needle. 

a. Fast Set (hrs) 
b. Slow Set (hrs) 

11 grn needie 
JOO gm needle 

1\t (300 gm - 11 gm) 

Tape Bond @ 70°F and 40-70% RH 
@ 40°F and 59-90% RH 

Slope Bond @ ll0°F 

Cup Shrinkage @ 70°1\ @ the set 
@ 110 F (dry) · · 

Edge Cracking @ ll0°F (normal tea) 

Voids 

Mixing 

Reaction to Iodine 

Paste Dm,sity (ems/cc) 
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DATE: 
PAGE: 

CANCELS: 
DATE: 

J-6303 
3/26/74 

Reauirements 

38 - 40 

9 - 10 

Equal to Standard 

1!-- 2 
2 - 2! 
2!- 3 
10-30 minutes 

38 - 40 mm 

l - l! 

2 - 2!-
2! - J 
10 - 30 minutes 

9 - 10 
9 - 10 

No checking or 
deep fissures 

2% maximum 
6% maximum 

None 

Equal to Standard 

Equal to Standard 
(no lumps or ciry 
agglomerates) 

Blue 

1.40- 1.50 

I 

I
I 

i 
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PRODUCT: One Day Joint Compound Non-Asbestos 
PLANT: Seattle .· .. 

Sf)~CT?IC.ti_TIONS: 

·n .. ~-l 

:;::.:-10 

r:.~-15 

TM-21 

ic·.:-26 

Viscosity, 150 gm cylinder@ 5 sec, 
200 gm to 120 cc water 

Viscosity, Brookfield, 200 gm to 
120 cc vmter 

Vicat Set, )00 gm needle 

(a) Fost Set (hrs) 
(b) Slow Set (hrs) 

ll gm needle (hrs) 
)CO gm needle (hrs) 

.C: t (300 gm - ll gm) 

Tape Bond @ 70F @ 40-70% RH 
@ 48F @ 59-90% RH 

Slope Bond @ llOF 

Cup Shrinkage @ ?OF @ the set 
@ llOF (dry) 

Ecge Cracking @ llOF (normal test) 

Voids 

Mixing 

Reaction to Iodine 

Paste 0ensity (gms/cc) 

TEsr REPORT 

BULLETIN: J-6JOJ 
DATE: 5/22/75 

REOOIHEMENTS: 

J8 - 40 1M\ 
\ 1 I, 

188,000 - 220,000 cps 

60 - 90 minutes 

10 - JO minutes 

9 - 10 
9 - 10 

Excellent 

2% maximum 
6% maximum 

none 

Equal to Standard 

Equal to Standard 
(no lumps or dry 
agglomerates) 

Blue 

1.40 - 1.50 

BATCH 5-15-1-035: 

)8 mm 

200,000 CpS 

62 minutes 

10 
9 

Ex~ellent 

J.l% 
O.J% 

none 

Standard 

Standard 

Blue 

1.45 

KG2000714 


